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This testeris used to determine the rebound-character of the
specimen of rubber product, which endures a certain
compression force under the specified time period. Put the
specimen onto the test pan levelly and grip it between two
compression plates. Through the specified time period, take it
out and cool itdown then measure its center thickness to get

its rebound force.

E2#2 H 1€ Diameter of compression platen
% % E1E Diameter of specimen holding platen
1% 28 EE Thickness of specimen holding platen

BEYEHEZ=RE Maximum test space
BEFE(#9) Dimension(approx.)
% () Weight (approx.
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