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Low Temperatu re Retraction Tester
GB/T 7758-2020 - I1SO 2921:2019 - ASTM D1329-2016 - JIS K 6261-2006 7.0
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TR testeris designed for determining the retraction
characteristics of the stretched vulcanized rubber after
cooling. The specimen is stretched at a standard laboratory
temperature, and thenis cooled to a temperature which
retraction will not occur after removing tensile force. The
tensile forceisremoved and temperature isincreased ata
constantrate. The temperature which the specified o
retractionrate occurs is determined. i i
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