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Rebound Resilience Tester
JIS-K6255 ~ K6301
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It's used to test the bouncing flexibility of vulcanizad rubber.
Move iron bar, set pointer at position of scale 100 degree then
have iron bar drop off freely. When the 4th beating is read, the
height of bouncing is namely the bouncing flexibility rate of
the said specimen.
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