gélﬂﬂ 135
iﬁ M\ E L ; @x @ CE 1S0 9001

GOTECH “the best paise your competition

GT-6011-3-1 S ZEFEEHER SR
Rack & Comb (Cmt)

TAPPI T809

BRAREBCHANFREENR - RALAERERB TR
FREBER 2B -

This test method describes a procedure for measuring
the crushing resistance of alaboratory fluted strip of
corrugating medium (CMT), and provides a means of
estimating, in the laboratory, the potential flat crush
resistance of a corrugated board. The fixture is applied
for making the specimens of corrugating medium test
(CMT).

& Rack HA11E teeth - 1085 valleys r/
&= Height of teeth 4.75 £ 0.05mm
& BE Tooth spacing 8.50 + 0.05 mm
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